
Test Reports

 

Test Report no. 01-085/13  

2016 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Allgemeines bauaufsichtliches Prüfzeugnis 

__________________________________________________________________________ 

 

Test Report no. 01-264/00  

2015 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Crack Bridging Ability of VANDEX BB 75 E 

__________________________________________________________________________ 

 

Test Report no. 01-265/00  

2010 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Determination: CO2 and Water Vapour Permeability; Crack bridging capacity; Infrared

Analysis 

__________________________________________________________________________ 

 



Test Report no. 01-218/00  

2008 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Waterproofing: Waterpenetration 

__________________________________________________________________________ 

 

Test Report no. 04-027/00  

1995 Great Britain  

 

Institute:  

Taywood Engineering Ltd. Research Laboratories, Southall  

 

Content:  

Waterproofing (with open crack in concrete substrate) 

__________________________________________________________________________ 

 

Test Report no. 01-022/00  

1992 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Waterproofing against active and passive water pressure according to DIN 1048 

__________________________________________________________________________ 

 

Test Report no. 03-006/00  

1990 France  

 



Institute:  

CEBTP, Centre Expérimental de Recherches et d'Etudes du Bâtiment et des Travaux Publics  

 

Content:  

Abrasion 

__________________________________________________________________________ 

 

Test Report no. 01-006/01  

1990 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Tear resistance, elongation at rupture, crack bridging capacity, adhesion, water vapour

permeability, water absorption coefficient, waterproofing 

__________________________________________________________________________ 

 

Test Report no. 01-012/00  

1987 Germany  

 

Institute:  

University of Dortmund  

 

Content:  

Carbon dioxide diffusion resistance (CO2-diffusion) 

__________________________________________________________________________ 

 


