
Test Reports

 

Test Report no. 01-161/05  

2020 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility: DVGW 347 

__________________________________________________________________________ 

 

Test Report no. 01-160/04  

2019 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable Water Compatibility: DVGW W 270 

__________________________________________________________________________ 

 

Test Report no. 01-160/02  

2014 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility: DVGW W 270 (long version) 

__________________________________________________________________________ 

 

Test Report no. 01-299/00  



2012 Germany  

 

Institute:  

KBauMV Wismar  

 

Content:  

Determination of thermal compatibility according to DIN EN 13687-1 

__________________________________________________________________________ 

 

Test Report no. 01-305/00  

2012 Germany  

 

Institute:  

KBauMV Wismar  

 

Content:  

Determination of thermal compatibility according to DIN EN 13687-4 

__________________________________________________________________________ 

 

Test Report no. 01-287/00  

2011 Germany  

 

Institute:  

KBauMV Wismar  

 

Content:  

Determination of Resistance to Carbonation according to DIN EN 13295 

__________________________________________________________________________ 

 

Test Report no. 01-163/00  

2006 Germany  

 

Institute:  



Universität Rostock, Institut für Bauingenieurwesen, Fachgebiet Baustoffe  

 

Content:  

Porosity 

__________________________________________________________________________ 

 

Test Report no. 01-162/00  

2005 Germany  

 

Institute:  

Universität Rostock, Institut für Bauingenieurwesen, Fachgebiet Baustoffe  

 

Content:  

Air content fresh mortar 

__________________________________________________________________________ 

 


