
Test Reports

 

Test Report no. 09-105/00  

2020 Spain (Mainland)  

 

Institute:  

LABAQUA Spain  

 

Content:  

Drinking water compatibility: RD 140/2003 (Testreport) 

__________________________________________________________________________ 

 

Test Report no. 01-094/05  

2018 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility: DVGW W 270 (short version) 

__________________________________________________________________________ 

 

Test Report no. 01-139/05  

2018 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility: DVGW W 347 

__________________________________________________________________________ 

 

Test Report no. 01-325/00  



2017 Germany  

 

Institute:  

Ingenieurgesellschaft Prof. Dauberschmitdt & Vester mbH (id+v)  

 

Content:  

Determination of the Electrical Resistivity 

__________________________________________________________________________ 

 

Test Report no. 09-095/00  

2016 Belgium  

 

Institute:  

University of Gent, Gent  

 

Content:  

Determination of the Electrical Resistivity 

__________________________________________________________________________ 

 

Test Report no. 09-085/00  

2015 Canada  

 

Institute:  

Vector Corrosion Technologies / Winnipeg  

 

Content:  

Electric resisitivity of VANDEX CEMLINE MG 4 

__________________________________________________________________________ 

 

Test Report no. 01-260/00  

2015 Germany  

 

Institute:  



KBauMV Wismar  

 

Content:  

Determination of the water impermeability 

__________________________________________________________________________ 

 

Test Report no. 01-094/03  

2014 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility: DVGW W 270 (Long version) 

__________________________________________________________________________ 

 

Test Report no. 01-139/03  

2013 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility:DVGW W 347 testing of aqueous extracs for colour, turbidity,

tendency to foaming, odour and TOC (total organic carbon). DVGW W 347 

__________________________________________________________________________ 

 

Test Report no. 01-298/00  

2011 Germany  

 

Institute:  

KBauMV Wismar  

 



Content:  

Determination of thermal compatibility according to DIN EN 13687-1 

__________________________________________________________________________ 

 

Test Report no. 01-276/00  

2009 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Determination of Resistance to Carbonation according to DIN EN 13295 

__________________________________________________________________________ 

 

Test Report no. 01-306/00  

2008 Germany  

 

Institute:  

KBauMV Wismar  

 

Content:  

Determination of thermal compatibility according to DIN EN 13687-4 

__________________________________________________________________________ 

 

Test Report no. 01-195/00  

2007 Germany  

 

Institute:  

Universität Rostock, Institut für Bauingenieurwesen, Fachgebiet Baustoffe  

 

Content:  

Compressive strength; density of wet mix 

__________________________________________________________________________ 



 

Test Report no. 01-144/00  

2004 Germany  

 

Institute:  

Universität Rostock, Institut für Bauingenieurwesen, Fachgebiet Baustoffe  

 

Content:  

Properties of wet mix: air content 

__________________________________________________________________________ 

 

Test Report no. 01-142/02  

2003 Germany  

 

Institute:  

Fakultät für Ingenieurwissenschaften, Fachbereich Bauing.wesen, Fachgebiet Baustoffe,

Universität Rostock  

 

Content:  

Mechanical properties: Compressive and bending tensile strength, porosity 

__________________________________________________________________________ 

 

Test Report no. 01-129/00  

2002 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Bending tensile strength, compressive strength, adhesion 

__________________________________________________________________________ 

 

Test Report no. 01-134/00  



2002 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Dyn. modulus of elasticity 

__________________________________________________________________________ 

 


