
Test Reports

 

Test Report no. 01-229/03  

2018 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility: DVGW W 347 

__________________________________________________________________________ 

 

Test Report no. 01-266/00  

2016 Germany  

 

Institute:  

Forschungsinstitut der Zementindustrie Düsseldorf  

 

Content:  

Determination of the TOC content 

__________________________________________________________________________ 

 

Test Report no. 09-095/00  

2016 Belgium  

 

Institute:  

University of Gent, Gent  

 

Content:  

Determination of Electrical Resistivity 

__________________________________________________________________________ 

 

Test Report no. 09-086/00  



2015 Canada  

 

Institute:  

Vector Corrosion Technologies / Winnipeg  

 

Content:  

Electric resistivity of VANDEX CEMLINE MG 4 FF 

__________________________________________________________________________ 

 

Test Report no. 01-261/00  

2015 Germany  

 

Institute:  

KBauMV Wismar  

 

Content:  

Determination of the water impermeability 

__________________________________________________________________________ 

 

Test Report no. 01-229/01  

2013 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 

Content:  

Potable water compatibility: DVGW W 347 testing of aqueous extracs for colour, turbidity,

tendency to foaming, odour and TOC (total organic carbon). DVGW W 347 

__________________________________________________________________________ 

 

Test Report no. 01-293/00  

2011 Germany  

 



Institute:  

KBauMV Wismar  

 

Content:  

Determination of thermal compatibility according to DIN EN 13687-1 

__________________________________________________________________________ 

 

Test Report no. 01-227/01  

2010 Germany  

 

Institute:  

Universität Rostock, Institut für Bauingenieurwesen, Fachgebiet Baustoffe  

 

Content:  

Porosity 

__________________________________________________________________________ 

 

Test Report no. 01-228/00  

2010 Germany  

 

Institute:  

Universität Rostock, Institut für Bauingenieurwesen, Fachgebiet Baustoffe  

 

Content:  

Properties of wet mix: air content 

__________________________________________________________________________ 

 


