
Test Reports

 

Test Report no. 09-042/04  

2019 Poland  

 

Institute:  

National Institute of Hygiene, Warsaw, Poland  

 

Content:  

Toxicity 

__________________________________________________________________________ 

 

Test Report no. 05-042/00  

2012 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Water Permeability Tests according to DIN 1048, CRD C-48-92 

__________________________________________________________________________ 

 

Test Report no. 09-091/00  

2011 Australia  

 

Institute:  

Australian Water Quality Centre, Bolivar, South Australia  

 

Content:  

Potabele water compatibility: Testing of VANDEX CEMELAST acc. to AS/NZS 4020:2005 

__________________________________________________________________________ 

 

Test Report no. 09-089/00  



2009 Russia  

 

Institute:  

Hygienic Institute Moscow  

 

Content:  

Russian Hygienic Approval 

__________________________________________________________________________ 

 

Test Report no. 01-219/00  

2008 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Waterproofing: Waterpenetration 

__________________________________________________________________________ 

 

Test Report no. 01-220/00  

2008 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Waterproofing: Waterpenetration 

__________________________________________________________________________ 

 

Test Report no. 01-221/00  

2008 Germany  

 

Institute:  



Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Waterproofing: Waterpenetration 

__________________________________________________________________________ 

 

Test Report no. 01-174/00  

2007 Germany  

 

Institute:  

MPA BAU Material Testing Institute for Building Industry, Hannover  

 

Content:  

Resistance against salts: chloride penetration 

__________________________________________________________________________ 

 

Test Report no. 09-046/00  

2001 Australia  

 

Institute:  

Australian Water Quality Centre, Bolivar, South Australia  

 

Content:  

Potable water compatibility: Testing of aqueous extracts for taste, appearance, growth of

aquatic microorganisms, cytotoxic and mutagenic activity. 

__________________________________________________________________________ 

 

Test Report no. 01-091/00  

1999 Germany  

 

Institute:  

Hygiene Institute of the Ruhrgebiet, Gelsenkirchen  

 



Content:  

Consumption of free chlorine. KTW-test 

__________________________________________________________________________ 

 

Test Report no. 01-092/00  

1999 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Tear resistance, elongation at rupture, crack bridging capacity, adhesion, water vapour

permeability, waterproofing. 

__________________________________________________________________________ 

 

Test Report no. 01-093/00  

1999 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Carbon dioxide diffusion resistance (CO2-diffusion). 

__________________________________________________________________________ 

 


