
Test Reports

 

Test Report no. 01-323/00  

2009 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Determination of resistance to carbonation according to DIN EN 13295 

__________________________________________________________________________ 

 

Test Report no. 01-225/00  

2008 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Waterproofing: Waterpenetration 

__________________________________________________________________________ 

 

Test Report no. 09-049/00  

2002 Australia  

 

Institute:  

Australian Water Quality Centre, Bolivar, South Australia  

 

Content:  

Potable water compatibility: Testing of aqueous extracts for taste, appearance, growth of

aquatic microorganisms, cytotoxic and mutagenic activity. 

__________________________________________________________________________ 

 



Test Report no. 09-025/21  

1997 Switzerland  

 

Institute:  

LPM AG, Laboratory for Testing and Material Technology, Beinwil am See  

 

Content:  

Resistance against sewage: bending tensile and compressive strength, shrinkage, swelling

and structural composition when exposed to sewage 

__________________________________________________________________________ 

 

Test Report no. 01-058/02  

1996 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Bending tensile and compressive strength, adhesion, dynamic modulus of elasticity 

__________________________________________________________________________ 

 

Test Report no. 01-058/03  

1996 Germany  

 

Institute:  

Official Materials Testing Institute Clausthal-Zellerfeld  

 

Content:  

Waterproofing according to DIN 1048 

__________________________________________________________________________ 

 

Test Report no. 09-022/00  

1995 Switzerland  



 

Institute:  

LPM AG, Laboratory for Testing and Material Technology, Beinwil am See  

 

Content:  

Abrasion and mechanical properties 

__________________________________________________________________________ 

 


