
Test Reports

 

Test Report no. 09-099/00  

2018  

 

Institute:  

Hebei Province Center China  

 

Content:  

Various tests on VANDEX AM 10 according to Chinese Norm GB 18445:2012 

__________________________________________________________________________ 

 

Test Report no. 05-047/00  

2017 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Determination of Water Permeability according to CRD C-48-92 

__________________________________________________________________________ 

 

Test Report no. 05-035/01  

2014 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Conformance with requirements of ASTM C 494 of VANDEX AM 10 

__________________________________________________________________________ 

 

Test Report no. 05-036/00  



2014 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Lenth Change exposed to a Sulfat Solution 

__________________________________________________________________________ 

 

Test Report no. 05-037/00  

2014 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Resistance to Chloride Ion Penetration 

__________________________________________________________________________ 

 

Test Report no. 05-039/00  

2014 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Water Permeability tests in Comparison with Competitor results (Metric) 

__________________________________________________________________________ 

 

Test Report no. 05-040/00  

2014 United States of America  

 

Institute:  



Nelson Testing Laboratories  

 

Content:  

Water Permeability tests of VANDEX AM 10 (Metric) 

__________________________________________________________________________ 

 

Test Report no. 05-034/00  

2012 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Waterproofing CRD C 48 / DIN 1048 

__________________________________________________________________________ 

 


