
Test Reports

 

Test Report no. 09-078/07  

2020 Singapore  

 

Institute:  

Singapore Environment Council  

 

Content:  

Green Label Singapore 

__________________________________________________________________________ 

 

Test Report no. 09-102/00  

2019 Singapore  

 

Institute:  

Admaterials Technolgies PTE LTD  

 

Content:  

Water Penetration Test 

__________________________________________________________________________ 

 

Test Report no. 09-103/00  

2019 Singapore  

 

Institute:  

Admaterials Technolgies PTE LTD  

 

Content:  

Water Penetration Test (short version without control sample results) 

__________________________________________________________________________ 

 

Test Report no. 09-104/00  



2019 Italy  

 

Institute:  

ICIM Italy  

 

Content:  

Potable Water Compatibility: DM 174 / 2004 

__________________________________________________________________________ 

 

Test Report no. 03-012/01  

2019 France  

 

Institute:  

Eurofins France  

 

Content:  

Potable water compatibility 

__________________________________________________________________________ 

 

Test Report no. 03-014/04  

2019 France  

 

Institute:  

Qualiconsult France  

 

Content:  

Cahier des Clauses Techniques Procédé de Minéralisation 

__________________________________________________________________________ 

 

Test Report no. 09-062/03  

2019 Poland  

 

Institute:  



National Institute of Hygiene, Warsaw, Poland  

 

Content:  

Toxicity 

__________________________________________________________________________ 

 

Test Report no. 04-044/04  

2018 Great Britain  

 

Institute:  

British Board of Agreement  

 

Content:  

BBA Approval 

__________________________________________________________________________ 

 

Test Report no. 04-050/02  

2018 Great Britain  

 

Institute:  

Drinking Water Inspectorate, London  

 

Content:  

Potable water compatibility UK: Approved for use in public water supplies 

__________________________________________________________________________ 

 

Test Report no. 01-326/00  

2018 Germany  

 

Institute:  

KBauMV Wismar  

 

Content:  



Determination of tensile and compressive strength according to DIN EN 196-1 

__________________________________________________________________________ 

 

Test Report no. 09-100/00  

2018 Italy  

 

Institute:  

Elletipi s.r.l.  

 

Content:  

Determination of Idraulic Pressure Resistance (negative pressure) 

__________________________________________________________________________ 

 

Test Report no. 09-101/00  

2018 Italy  

 

Institute:  

Elletipi s.r.l.  

 

Content:  

Determination of the depth of Penetration of Water under Pressure 

__________________________________________________________________________ 

 

Test Report no. 09-077/02  

2017 Singapore  

 

Institute:  

Admaterials Technolgies PTE LTD  

 

Content:  

Green label Category 32 criteria 

__________________________________________________________________________ 

 



Test Report no. 05-043/00  

2017 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Water Permeability Tests according to ASTM C 1585; CRD-C-48; DIN EN 1048 

__________________________________________________________________________ 

 

Test Report no. 05-044/00  

2017 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Determination of Compressive Strength, Bond Strength and Flexural Strength 

__________________________________________________________________________ 

 

Test Report no. 04-007/08  

2016 Great Britain  

 

Institute:  

Water Regulation Advisory Scheme, Oakdale, Gwent, UK  

 

Content:  

Potable Water Compatibility: Water Regulation Advisory Sheme-Approved Material 

__________________________________________________________________________ 

 

Test Report no. 09-087/00  

2016 Belgium  

 



Institute:  

Agfa Labs Belgium  

 

Content:  

Determination of formaldehyd in VANDEX SUPER 

__________________________________________________________________________ 

 

Test Report no. 01-232/00  

2012 Germany  

 

Institute:  

Materialprüfanstalt für das Bauwesen iBMB MPA TU Braunschweig  

 

Content:  

Fire resistance according to EN 13501-1 

__________________________________________________________________________ 

 

Test Report no. 05-030/00  

2012 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Waterproofing - Rate of absorption 

__________________________________________________________________________ 

 

Test Report no. 05-031/00  

2012 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 



Content:  

Mechanical properties: compressive strength, flexural strength 

__________________________________________________________________________ 

 

Test Report no. 05-032/00  

2012 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Waterproofing/Waterpermeability/Waterpenetration/Freeze/Thaw Resistance 

__________________________________________________________________________ 

 

Test Report no. 05-033/00  

2012 United States of America  

 

Institute:  

Nelson Testing Laboratories  

 

Content:  

Chemical resistance 

__________________________________________________________________________ 

 

Test Report no. 09-068/00  

2008 Switzerland  

 

Institute:  

LPM AG, Laboratory for Testing and Material Technology, Beinwil am See  

 

Content:  

Waterproofing - brush/dry sprinkle application 

__________________________________________________________________________ 



 

Test Report no. 09-048/00  

2002 Australia  

 

Institute:  

Australian Water Quality Centre, Bolivar, South Australia  

 

Content:  

Potable water compatibility: Testing of aqueous extracts for taste, appearance, growth of

aquatic microorganisms, cytotoxic and mutagenic activity. 

__________________________________________________________________________ 

 

Test Report no. 09-052/00  

2002 Singapore  

 

Institute:  

PSB Corporation Pte Ltd., Singapore  

 

Content:  

Potable water compatibility: Testing of aqueous extracts for taste, appearance, growth of

aquatic microorganisms, cytotoxic and extraction of metals. 

__________________________________________________________________________ 

 

Test Report no. 09-032/00  

2000 Japan  

 

Institute:  

Tokyo Institute of Technology Architectural Physics Research Center  

 

Content:  

effectiveness of Vandex in preventing the blistering of epoxy coating 

__________________________________________________________________________ 

 



Test Report no. 05-012/00  

1990 United States of America  

 

Institute:  

Ambric Testing Inc., Philadelphia  

 

Content:  

Waterproofing according to US Corps of Engineers CRD C 48 

__________________________________________________________________________ 

 

Test Report no. 04-005/00  

1985 Great Britain  

 

Institute:  

Taywood Engineering Ltd. Research Laboratories, Southall  

 

Content:  

Resistance against salts : chloride diffusion test 

__________________________________________________________________________ 

 

Test Report no. 04-007/00  

1984 Great Britain  

 

Institute:  

Thames Water, London  

 

Content:  

 

__________________________________________________________________________ 

 

Test Report no. 03-003/00  

1983 France  

 



Institute:  

CEBTP, Centre Expérimental de Recherches et d'Etudes du Bâtiment et des Travaux Publics  

 

Content:  

Wear and abrasion resistance 

__________________________________________________________________________ 

 

Test Report no. 03-001/00  

1982 France  

 

Institute:  

CEBTP, Centre Expérimental de Recherches et d'Etudes du Bâtiment et des Travaux Publics  

 

Content:  

Passive waterproofing 

__________________________________________________________________________ 

 

Test Report no. 03-002/00  

1982 France  

 

Institute:  

CEBTP, Centre Expérimental de Recherches et d'Etudes du Bâtiment et des Travaux Publics  

 

Content:  

 

__________________________________________________________________________ 

 

Test Report no. 04-003/00  

1981 Great Britain  

 

Institute:  

Taylor Woodrow Laboratories, Southall  

 



Content:  

Waterproofing, water permeability 

__________________________________________________________________________ 

 

Test Report no. 02-005/00  

1980 Denmark  

 

Institute:  

Jydsk Teknologisk Institut  

 

Content:  

Waterproofing, water penetration. DIN 1048 Approval 

__________________________________________________________________________ 

 

Test Report no. 02-007/00  

1980 Norway  

 

Institute:  

The Ship Research Institute  

 

Content:  

Compatibility of VANDEX SUPER with epoxy coating - salt diffusion 

__________________________________________________________________________ 

 

Test Report no. 05-005/00  

1977 United States of America  

 

Institute:  

New Haven Testing Laboratory, Inc., New Haven, Connecticut  

 

Content:  

Shear and bond strength test 

__________________________________________________________________________ 



 

Test Report no. 05-007/00  

1976 United States of America  

 

Institute:  

Pacific Testing Laboratories  

 

Content:  

Compressive strength, water vapour permeability 

__________________________________________________________________________ 

 

Test Report no. 09-003/00  

1976 Kuwait  

 

Institute:  

Ministry of Public works, Shuwaikh  

 

Content:  

Performance of VANDEX SUPER under extreme climatic conditions 

__________________________________________________________________________ 

 

Test Report no. 05-003/00  

1976 United States of America  

 

Institute:  

Radiation Technology, Inc., New Jersey  

 

Content:  

Resistance against radiation 

__________________________________________________________________________ 

 

Test Report no. 05-001/00  

1975 United States of America  



 

Institute:  

Lucius Pitkin Analytical Metallurgical and Research Laboratories  

 

Content:  

Corrosion behaviour of VANDEX treated steel 

__________________________________________________________________________ 

 

Test Report no. 05-009/00  

1973 Canada  

 

Institute:  

Gordon Spratt & Associates Ltd., Vancouver  

 

Content:  

Resistance against salts: sulphate resistance test 

__________________________________________________________________________ 

 

Test Report no. 09-001/00  

1967 Japan  

 

Institute:  

University of Tokyo, Technical Division  

 

Content:  

Waterproofing, penetration depth 

__________________________________________________________________________ 

 

Test Report no. 02-001/00  

1967 Denmark  

 

Institute:  

Lime and Brick Laboratory, Aarhus  



 

Content:  

Diffusion tightness, permeability to water 

__________________________________________________________________________ 

 


